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Weight of Southern Pine Poles
(weight in pounds immediately 

after treatment with CCA-C)

Volume of Southern Pine Poles
(cubic feet)

Estimating weight reduction from drying
Summer drying conditions
subtract 2 percent per week for up to 12 weeks

Winter drying conditions
subtract 1 percent per week for up to 24 weeks when 
above freezing
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