SPECIFICATION CLAUSE
TANALISED® EXTRA PRESSURE TREATED TIMBER

To specify TANALISED® Extra pressure treated timber the following wording is recommended . . .

The timber as detailed . . . (insert quantity, dimensions, species, whether sawn or round and its end use/description of component) . . . is to be vacuum/pressure treated with TANALITH® E preservative with TANALITH® EXTRA water repellent to comply with the Treatment Code . . . (insert relevant ‘TE’ Code from the current TANALISED® E Specifier’s Guide leaflet) – and Use / Hazard Class … (insert relevant Use / Hazard Class from TANALISED® E Specifier’s Guide leaflet). Both details are available from the web address below:
www.archchemicals.com/Fed/WOOD/Products/PreservativeProtection/tanalised.htm
Following treatment, any areas of timber revealed by cross cuts, holes, notches etc., shall be brushed with ENSELE® end grain preservative.

Timber which is rip sawn, equalised, planed or heavily sanded must be returned to the treatment plant for re-treatment.

On no account are fence posts to be pointed after treatment. The shortening of posts and columns should be avoided. In any event cross cutting must be restricted to the top of the post or column.

